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EN 14449:2005 Glass in building - Laminated glass and laminated safety glass

Evaluation of conformity/Product standard

Type of test: Axe test according to EN 356:1999

Producer: Special Projects & Safety LTD

Site of production: 3-5 Akiviadou Street - 152 31 Chalandr, Athens - Greece
Type of product: Laminated safety glass (ISO EN 12543-2:2004)

Family of interlayer:  Polyvinyl butyral (EN 14449:2005)

Sampling:

under responsibility of the Producer

Marking of the sample: date of sampling: June 15th, 2009;

line of production: 1.

Personnel involved: Gianluca Negri, Fabrizio Comiati.

For the details of the product description and of the laminated process see Producer Technical File.

On 03 specimens of flat laminated safety glass with a nominal thickness of 20.28 mm the Axe Test
according to points 6.2 and 9 of EN 356:1999 has been carried out.

According to test results and Table 4 of EN 356:1999, tested security glazing product is classified
with this category of resistance:

Code designation for category of resistance: EN 356 P6B

THE HEAD OF THE LABORATORY THE TECHNICAL DIRECTOR
Ennio Mognato Eng. Rubmn'lgua
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